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ASTM D5338 - 15

Standard Test Method for
Determining Aerobic
Biodegradation of Plastic
Materials Under Controlled
Composting Conditions,
Incorporating Thermophilic

Temperatures
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https://www.astm.org/Standards/D5338.htm
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